102.13 - Trace Elements in Nickel Base Superalloys (chip form)

Technical Contact:_john.sieber@nist.gov

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their
needs. For specific values and uncertainties, the certificate is the only official source.

SRM
897
898
899

Description Unit of Issue Pb
Tracealloy A 35¢g 1.7
Tracealloy B 35¢g 25
Tracealloy C 35¢g 3.9

Bi Se Te Tl
0.5 9.1 1.05 051
(1.0) 200 054 275
(0.3) 9.5 5.9 0.252

(o3 Cr Co Ni w Nb Al Ti B Zr
(0.12) (120) (85) (Bal) (1.75) (0.9) (2.0) (20) (0.010) (0.10)
(0.12) 120) (85) (Bal) (1.75) (0.9) (2.0) (2.0) (0.010) (0.10)
(012) (120) (85) (Bal) (175 (09) (20) (20) (0.010) (0.10)

Values in parentheses are not certified and are given for information only.
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